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Acoustic Emission (AE) Detected from Wood
Attacked by Dry-wood Termite

AEs were continuously measured at four points of wood specimen inoculated
dry-wood termites Incistermes minor Hagen). The relationships between AE rate and
the spread of the termite attack in the wood was revealed.
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