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Simulation of Rollpressing of Wood
using FE-Method

Application of Linear Contact Analysis

The rollpressing of wood was simulated using FE-Method (linear contact analysis), and the
relationship between stress distribution which was caused of surface check, peeling and
cracking was discussed.
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